STANDARD SPECIFICATIONS FOR HIGHWAYS AND STRUCTURES - 1996

PAY ITEM INDEX
DIVISION 400 - ASPHALT CONSTRUCTION

ITEM NO. UNIT DESCRIPTION NOTES
402 SHEET ASPHALT PAVEMENT
402 002 TONS Sheet Asphalt Surface
402 004 TONS Stone Filled Sheet Asphalt Surface
402 006 TONS AC Binder
403 HOT BITUMINOUS PAVEMENT
403 002 TONS AC Base, Class A
403 004 TONS AC Base, Class B
403 010 TONS AC Surface, Class C
403 012 TONS AC Surface, Class D
404 OPEN GRADED FRICTION COURSE
404 002 TONS Open Graded Friction Course
405 ASPHALT SURFACE COURSE (LIGHT COVER)
405 002 TONS AC Surface Course, Class C (Light Cover)
405 004 TONS AC Surface Course, Class D (Light Cover)
406 TACK COAT
406 002 S.Y. Tack Coat
407 BITUMINOUS PRIME COAT
407 002 GAL. Bituminous Prime Coat
408 SLURRY SEAL
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STANDARD SPECIFICATIONS FOR HIGHWAYS AND STRUCTURES - 1996
PAY ITEM INDEX
DIVISION 400 - ASPHALT CONSTRUCTION

ITEM NO. UNIT DESCRIPTION NOTES
408 002 S.Y. Slurry Seal
409 BITUMINOUS SURFACE TREATMENT
409 002 GAL. Bituminous Material for Bituminous Surface Treatment
409 004 TONS Aggregate for Bituminous Surface Treatment
409 006 SY. Asphalt Shoulder Treatment
410 RECYCLED BITUMINOUS PAVEMENT AS BASE OR BINDER COURSE
410 002 TONS Recycled Bituminous Pavement as AC Base, Class A
410 004 TONS Recycled Bituminous Pavement as AC Base, Class B
410 006 TONS Recycled Bituminous Pavement as AC Binder
411 TEMPORARY ASPHALT CONCRETE
411 002 TONS Temporary AC
412 ASPHALT TREATED SAND
412 002 TONS Asphalt Treated Sand
413 SHEET ASPHALT PATCHING
413 002 TONS Sheet Asphalt Patching
414 ASPHALT PATCHING
414 002 Tons Asphalt Patching
415 REPAIR-REPLACE BITUMINOUS SURFACES AND BINDER
415 002 TONS Repair-Replace AC Surface, Class C
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STANDARD SPECIFICATIONS FOR HIGHWAYS AND STRUCTURES - 1996
PAY ITEM INDEX
DIVISION 400 - ASPHALT CONSTRUCTION

ITEM NO. UNIT DESCRIPTION NOTES
415 004 Tons Repair Replace Sheet Asphalt
415 004 Tons Repair-Replace Stone Filled Sheet Asphalt Surface
415 006 Tons Repair-Replace Open Graded Friction Course
415 008 Tons Repair-Replace AC Binder
416 ASPHALT BIKE PATH
416 002 Tons Asphalt Bike Path
417 STONE FILLED SHEET ASPHALT SURFACE COURSE
417 002 Tons Stone Filled Sheet AC Surface Course
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STANDARD SPECIFICATIONS FOR HIGHWAYS AND STRUCTURES - 1996

PAY ITEM INDEX
DIVISION 500 - PORTLAND CEMENT CONCRETE CONSTRUCTION

ITEM NO. UNIT DESCRIPTION NOTES
501 PORTLAND CEMENT CONCRETE PAVEMENT
501 002 C.Y. Reinforced PCC Pavement
501 004 S.Y. Reinforced PCC Pavement, 8 Inch
501 006 S.Y. Reinforced PCC Pavement, 9 Inch
501 008 S.Y. Reinforced PCC Pavement, 10 Inch
501 010 S.Y. Reinforced PCC Pavement, 12 Inch
501 012 C.Y. Portland Cement Concrete
501 014 S.Y. Extra Welded Wire Fabric, Style 66-46
501 016 S.Y. Extra Welded Wire Fabric, Style 66-88
501 018 L.F. Extra Preformed Expansion Joint, 1/2 x 4 Inch
501 020 Bags High Early Strength Portland Cement
501 022 Bags Additional Standard Portland Cement
502 PORTLAND CEMENT CONCRETE BASE
502 002 CY. PCC Base
502 004 CY. PCC Base for Utility Cuts
502 006 S.Y. PCC Base, 8 Inch
502 008 S.Y. PCC Base, 9 Inch
502 010 S.Y. PCC Base, 10 Inch
502 012 S.Y. PCC Base, 12 Inch
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STANDARD SPECIFICATIONS FOR HIGHWAYS AND STRUCTURES - 1996
PAY ITEM INDEX
DIVISION 500 - PORTLAND CEMENT CONCRETE CONSTRUCTION

ITEM NO. UNIT DESCRIPTION NOTES

503 REINFORCED PORTLAND CEMENT CONCRETE ALLEY

503 002 SY. Reinforced PCC Alley, 6 Inch

503 004 SY. Reinforced PCC Alley, 7 Inch

503 006 SY. Reinforced PCC Alley, 8 Inch
504 PCC DRIVEWAY AND ALLEY ENTRANCES

504 002 CY. PCC Driveway-Alley Entrance

504 004 S.Y. PCC Driveway-Alley Entrance, 6 Inch

504 006 S.Y. PCC Driveway-Alley Entrance, 7 Inch
505 PCC PAVEMENT REPLACEMENT

505 002 S.Y. Replace PCC Pavement, 8 Inch

505 004 SY. Replace PCC Pavement, 9 Inch

505 006 SY. Replace PCC Pavement, 10 Inch

505 008 SY. Replace PCC Pavement, 12 Inch

505010 S.Y. Replace PCC Base, 8 Inch

505012 S.Y. Replace PCC Base, 9 Inch

505014 S.Y. Replace PCC Base, 10 Inch

505016 S.Y. Replace PCC Alley, 6 Inch

505018 S.Y. Replace PCC Alley, 7 Inch

505 020 S.Y. Replace PCC Alley, 8 Inch
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STANDARD SPECIFICATIONS FOR HIGHWAYS AND STRUCTURES - 1996
PAY ITEM INDEX
DIVISION 500 - PORTLAND CEMENT CONCRETE CONSTRUCTION

ITEM NO. UNIT DESCRIPTION NOTES
505 022 S.Y. Replace Driveway-Alley Entrance, 6 Inch
505 024 SY. Replace Driveway-Alley Entrance, 7 Inch
505 026 SY. Welded Wire Fabric for Repair, Style 66-46
505 028 SY. Welded Wire Fabric for Repair, Style 66-88
505 030 EACH Anchor Bolts - Paving
506 REPAIR OF PCC PAVEMENT, BASE, ALLEY, DRIVEWAY AND ALLEY
ENTRANCES
506 002 C.Y. Repair PCC Pavement
506 004 C.Y. Repair PCC Base
506 006 C.Y. Repair PCC Alley
506 008 C.Y. Repair PCC Driveway-Alley Entrance
506 014 BAGS Additional Standard Portland Cement
506 016 LBS. Carbon Powder
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